Table 1 Total amount and weight percentage of rare earth elements in rare earth ore powder samples (%)
	Analyte
	Y2O3
	La2O3
	CeO2
	Pr6O11
	Nd2O3
	Sm2O3
	Eu2O3

	Sample 1
	0.0256
	0.00492
	0.0132
	0.00171
	0.00717
	0.00333
	0.000076

	Sample 2
	0.0244
	0.00454
	0.0077
	0.0016
	0.00661
	0.00308
	0.00007

	Sample 3
	0.0253
	0.00478
	0.00905
	0.00166
	0.00687
	0.0032
	0.000074

	Average
	0.0251
	0.00475
	0.00998
	0.00166
	0.00688
	0.0032
	0.000073


Continue the table:
	Gd2O3
	Tb4O7
	Dy2O3
	Ho2O3
	Er2O3
	Tm2O3
	Yb2O3
	Lu2O3
	REO

	0.00386
	0.00071
	0.00432
	0.00087
	0.00257
	0.00041
	0.00294
	0.00044
	0.07213

	0.00355
	0.00065
	0.00406
	0.00083
	0.00246
	0.0004
	0.00284
	0.00042
	0.06321

	0.00369
	0.00068
	0.0042
	0.00085
	0.00251
	0.00041
	0.00288
	0.00042
	0.06657

	0.0037
	0.00068
	0.00419
	0.00085
	0.00251
	0.00041
	0.00289
	0.00043
	0.0673
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